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KOREA INSTITUTE OF CONSTRUCTION MATERIALS

Add. © 1465-4, Seocho3-Dong, Seocho-Ku, Seoul, Korea
Tel. : (02) 3415-8300~32, FAX : (02) 3415-8720, URL : www.kicm.re.kr

Certificate of Testing(Inspection) Result

Sample No. of Issoe : R071023~SS001

Name of Applicant : Seang Gyu Lee [Yelow mall)
Address of Applicant  : 3rd floor, 109-3, Gwanguyecog-dong, Cwangmyeong-8, Gyeonggi-Do, South Kores
Date of Receigt } :2000. 0. 23
Name of Test Sample * Rionix
Result of Testing(Inspection)
Test Resuks
—— Sisdiad Testing Mechod
Abrasion
(CS-17. 500 g, 500 cycles) 1 ASTM D 4060 - 01
9H KS M 1SO 15184 : 2002
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has been submitted by the spplicant.
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The general manager of Korea
Institute of Construction Materials



